Airfoil Services Sdn Bhd
Co. Reg. No.: 199101018312 (228623 U)

FOJL Capability & Price List B

services Taman Sains Selangor 1

. Kota Damansara PJU5
Engine Type : CFM56-3 47810 Petaling Jaya
Selangor Darul Ehsan
Malaysia
Tel No: +6 03 61453600

Cleaning & Inspection c&l Cleaning & Inspection OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
002 Repair of Dovetail Wear Coating Cu-Ni-In - OEM
004 Repair of the Short Airfoil Tip Length - OEM
005 Repair of the Dovetail RTV Sealant - OEM
009 Application of HYOF Tungsten Carbide Airfoil Erosion Coating - OEM
010 Repair of Dovetail Wear Coating Al-Br - OEM
Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge - OEM
Extended Repair 2 011 Trailing Edge Fillet/Platform Blend Repair - OEM
@OPRIPG
Cleaning & Inspection ca&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM
005 Repair of the Dovetail RTV Sealant OEM
009 Application of HYOF Tungsten Carbide Airfoil Erosion Coating OEM
010 Repair of Dovetail Wear Coating Al-Br OEM
Extended Repair 1 011 Trailing Edge Fillet/Platform Blend Repair OEM
Extended Repair 2 013 Tip Weld Repair (3D Airfoil) - OEM
Extended Repair 3 014 Blending & Reshaping of Airfoil LE Contour (3D Airfoil) OEM

Cleaning & Inspection cé&l Cleaning & Inspection OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
002 Repair of Dovetail Wear Coating Cu-Ni-In - OEM
004 Repair of the Short Airfoil Tip Length - OEM
005 Repair of the Dovetail RTV Sealant - OEM
009 Application of HYOF Tungsten Carbide Airfoil Erosion Coating - OEM
010 Repair of Dovetail Wear Coating Al-Br - OEM
Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge - OEM
Extended Repair 2 011 Trailing Edge Fillet/Platform Blend Repair - OEM
@OPIRPOG
Cleaning & Inspection cé&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM
005 Repair of the Dovetail RTV Sealant OEM
009 Application of HVOF Tungsten Carbide Airfoil Erosion Coating OEM
010 Repair of Dovetail Wear Coating Al-Br OEM
Extended Repair 1 011 Trailing Edge Fillet/Platform Blend Repair OEM
Extended Repair 2 013 Tip Weld Repair (3D Airfoil) - OEM
Extended Repair 3 015 Blending & Reshaping of Airfoil LE Contour (3D Airfoil) OEM
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Airfoil Services Sdn Bhd
Co. Reg. No.: 199101018312 (228623 U)

AIRFOIL Capability & Price List o

services Taman Sains Selangor 1

. Kota Damansara PJU5
Engine Type : CFM56-3 47810 Petaling Jaya
Selangor Darul Ehsan
Malaysia
Tel No: +6 03 61453600

Cleaning & Inspection c&l Cleaning & Inspection OEM

Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
002 Repair of Dovetail Wear Coating Cu-Ni-In - OEM
004 Repair of the Short Airfoil Tip Length - OEM
005 Repair of the Dovetail RTV Sealant - OEM
009 Application of HYOF Tungsten Carbide Airfoil Erosion Coating - OEM
010 Repair of Dovetail Wear Coating Al-Br - OEM

Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge - OEM

Extended Repair 2 011 Trailing Edge Fillet/Platform Blend Repair - OEM

Extended Repair 3 012 (acc. to RD Chord Restoration and Tip Weld Repair OEM
050-465-P7)

@OPIP0S
Cleaning & Inspection cé&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

005 Repair of the Dovetail RTV Sealant OEM
009 Application of HYOF Tungsten Carbide Airfoil Erosion Coating OEM
010 Repair of Dovetail Wear Coating Al-Br OEM
Extended Repair 1 011 Trailing Edge Fillet/Platform Blend Repair OEM
Extended Repair 2 013 Tip Weld Repair (3D Airfoil) - OEM
Extended Repair 3 015 Blending & Reshaping of Airfoil LE Contour (3D Airfoil) OEM

Cleaning & Inspection c&l Cleaning & Inspection OEM

Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
004 Repair of the Short Airfoil Tip Length - OEM
009 Application of HYOF Tungsten Carbide Airfoil Erosion Coating - OEM

Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge - OEM

Extended Repair 2 012 (acc. to RD Chord Restoration and Tip Weld Repair - OEM
050-465-P7)

(3D)P334P09, P334PLL, P33MPI0, PI3API2
Cleaning & Inspection c&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

009 Application of HYOF Tungsten Carbide Airfoil Erosion Coating OEM
Extended Repair 1 013 Tip Weld Repair (3D Airfoil) OEM
Extended Repair 2 015 Blending & Reshaping of Airfoil LE Contour (3D Airfoil) - OEM
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Airfoil Services Sdn Bhd
Co. Reg. No.: 199101018312 (228623 U)

FOJL Capability & Price List

No 12, Jalan Teknologi

services Taman Sains Selangor 1

. Kota Damansara PJU5
Engine Type : CFM56-3 47810 Petaling Jaya
Selangor Darul Ehsan
Malaysia
Tel No: +6 03 61453600

Cleaning & Inspection ca&l Cleaning & Inspection OEM

Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
004 Repair of the Short Airfoil Tip Length - OEM
009 Application of HYOF Tungsten Carbide Airfoil Erosion Coating - OEM

Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge - OEM

Extended Repair 2 012 (acc. to RD Chord Restoration and Tip Weld Repair - OEM
050-465-P7)

(@D)P33SPI0,PSPLL, PAISPI2, PAASP00
Cleaning & Inspection cé&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

009 Application of HYOF Tungsten Carbide Airfoil Erosion Coating OEM
Extended Repair 1 013 Tip Weld Repair (3D Airfoil) - OEM
Extended Repair 2 015 Blending & Reshaping of Airfoil LE Contour (3D Airfoil) OEM

Cleaning & Inspection c&l Cleaning & Inspection OEM

Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
004 Repair of the Short Airfoil Tip Length - OEM
011 Application of HYOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating - OEM

Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge - OEM

Extended Repair 2 012 (acc. to RD Chord Restoration and Tip Weld Repair - OEM
050-465-P7)

(@D)P3I6P09, PII6PI0, PII6PIL PIIPI2
Cleaning & Inspection c&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

011 Application of HVOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating OEM
Extended Repair 1 013 Tip Weld Repair (3D Airfoil) OEM
Extended Repair 2 015 Blending & Reshaping of Airfoil LE Contour (3D Airfoil) - OEM
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Airfoil Services Sdn Bhd
Co. Reg. No.: 199101018312 (228623 U)

FOJL Capability & Price List

No 12, Jalan Teknologi

services Taman Sains Selangor 1

. Kota Damansara PJU5
Engine Type : CFM56-3 47810 Petaling Jaya
Selangor Darul Ehsan
Malaysia
Tel No: +6 03 61453600

Cleaning & Inspection ca&l Cleaning & Inspection OEM

Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
004 Repair of the Short Airfoil Tip Length - OEM
011 Application of HYOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating - OEM

Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge - OEM

Extended Repair 2 012 (acc. to RD Chord Restoration and Tip Weld Repair - OEM
050-465-P7)

@D)P33TPOS, P3ATP10, PRTPI2, PTPIL
Cleaning & Inspection cé&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

011 Application of HYOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating OEM
Extended Repair 1 013 Tip Weld Repair (3D Airfoil) - OEM
Extended Repair 2 015 Blending & Reshaping of Airfoil LE Contour (3D Airfoil) OEM

Cleaning & Inspection c&l Cleaning & Inspection OEM

Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
004 Repair of the Short Airfoil Tip Length - OEM
011 Application of HYOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating - OEM

Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge - OEM

Extended Repair 2 012 (acc. to RD Chord Restoration and Tip Weld Repair - OEM
050-465-P7)

(3D)P33PI0,PIIPLL PIIBPI2PIP09
Cleaning & Inspection c&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

011 Application of HVOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating OEM
Extended Repair 1 013 Tip Weld Repair (3D Airfoil) OEM
Extended Repair 2 015 Blending & Reshaping of Airfoil LE Contour (3D Airfoil) - OEM

Cleaning & Inspection Cc&l Cleaning & Inspection - OEM

Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
004 Repair of the Short Airfoil Tip Length - OEM
011 Application of HVOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating - OEM

Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge - OEM

Extended Repair 2 012 (acc. to RD Chord Restoration and Tip Weld Repair - OEM
050-465-P7)
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