Airfoil Services Sdn Bhd
Co. Reg. No.: 199101018312 (228623 U)

AIRFOIL Capability & Price List o

services Taman Sains Selangor 1

. Kota Damansara PJU5
Engine Type : CFM56-5B 47810 Petaling Jaya
Selangor Darul Ehsan
Malaysia
Tel No: +6 03 61453600

Cleaning & Inspection c&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
002 Repair of Dovetail Wear Coating Cu-Ni-In - OEM
004 Repair of the Short Airfoil Tip Length - OEM
005 Repair of the Dovetail RTV Sealant - OEM
009 Application of HYOF Tungsten Carbide Airfoil Erosion Coating - OEM
010 Repair of Dovetail Wear Coating Al-Br - OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) OEM
Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge OEM
Extended Repair 2 011 Trailing Edge Fillet/Platform Blend Repair - OEM
(3D) P331P02, P33P0, P33IP06, PR3P, PI3IPO3
Cleaning & Inspection c&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM
002 Repair of Dovetail Wear Coating Cu-Ni-In OEM
005 Repair of the Dovetail RTV Sealant OEM
009 Application of HVOF Tungsten Carbide Airfoil Erosion Coating OEM
010 Repair of Dovetail Wear Coating Al-Br OEM
013 Tip Weld Repair OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) OEM
Extended Repair 1 011 Trailing Edge Fillet/Platform Blend Repair - OEM
Extended Repair 2 014 Blending & Reshaping of Airfoil LE Contour OEM
(Techinserion) PROIPOL, PROIPO2
Cleaning & Inspection c&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM
005 Repair of the Dovetail RTV Sealant OEM
010 Repair of Dovetail Wear Coating Al-Br OEM
015 Tip Weld Repair OEM
Extended Repair 1 011 Trailing Edge Fillet/Platform Blend Repair OEM
Extended Repair 2 009 Application of HVOF Tungsten Carbide Airfoil Erosion Coating OEM
Extended Repair 3 SB 72-0784 Rework of HPC Tech Insertion Blades Stage 1 through Stage 9 (HVOF) OEM
Extended Repair 4 014 Blending & Reshaping of Airfoil LE Contour OEM
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Cleaning & Inspection c&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
002 Repair of Dovetail Wear Coating Cu-Ni-In - OEM
004 Repair of the Short Airfoil Tip Length - OEM
005 Repair of the Dovetail RTV Sealant - OEM
009 Application of HYOF Tungsten Carbide Airfoil Erosion Coating - OEM
010 Repair of Dovetail Wear Coating Al-Br - OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) OEM
Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge OEM
Extended Repair 2 011 Trailing Edge Fillet/Platform Blend Repair - OEM
(3D) P332P01, P332P02, P332P03, P332P04, P332P06, PA32PO7
Cleaning & Inspection c&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM
002 Repair of Dovetail Wear Coating Cu-Ni-In OEM
005 Repair of the Dovetail RTV Sealant OEM
009 Application of HVOF Tungsten Carbide Airfoil Erosion Coating OEM
010 Repair of Dovetail Wear Coating Al-Br OEM
013 Tip Weld Repair OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) OEM
Extended Repair 1 011 Trailing Edge Fillet/Platform Blend Repair - OEM
Extended Repair 2 015 Blending & Reshaping of Airfoil LE Contour OEM
(Techinserion) P3O2POL, P3O2P02
Cleaning & Inspection c&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM
005 Repair of the Dovetail RTV Sealant OEM
010 Repair of Dovetail Wear Coating Al-Br OEM
016 Tip Weld Repair OEM
Extended Repair 1 011 Trailing Edge Fillet/Platform Blend Repair OEM
Extended Repair 2 009 Application of HVOF Tungsten Carbide Airfoil Erosion Coating OEM
Extended Repair 3 SB 72-0784 Rework of HPC Tech Insertion Blades Stage 1 through Stage 9 (HVOF) OEM
Extended Repair 4 015 Blending & Reshaping of Airfoil LE Contour OEM

Page 2 of 8
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Cleaning & Inspection cé&l Cleaning & Inspection - OEM

Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
002 Repair of Dovetail Wear Coating Cu-Ni-In - OEM
004 Repair of the Short Airfoil Tip Length - OEM
005 Repair of the Dovetail RTV Sealant - OEM
009 Application of HYOF Tungsten Carbide Airfoil Erosion Coating - OEM
010 Repair of Dovetail Wear Coating Al-Br - OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) OEM

Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge - OEM

Extended Repair 2 011 Trailing Edge Fillet/Platform Blend Repair OEM

Extended Repair 3 012 (acc. to RD Chord Restoration and Tip Weld Repair OEM
050-465-P7)

(3D) P333P02, P333P03, P333P04, P333P06, P3PS
Cleaning & Inspection cé&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

002 Repair of Dovetail Wear Coating Cu-Ni-In OEM
005 Repair of the Dovetail RTV Sealant OEM
009 Application of HYOF Tungsten Carbide Airfoil Erosion Coating OEM
010 Repair of Dovetail Wear Coating Al-Br OEM
013 Tip Weld Repair OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) OEM
Extended Repair 1 011 Trailing Edge Fillet/Platform Blend Repair - OEM
Extended Repair 2 015 Blending & Reshaping of Airfoil LE Contour OEM

(Techinserton) P393POL, P39IP0
Cleaning & Inspection c&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

005 Repair of the Dovetail RTV Sealant OEM
010 Repair of Dovetail Wear Coating Al-Br OEM
016 Tip Weld Repair OEM
Extended Repair 1 011 Trailing Edge Fillet/Platform Blend Repair OEM
Extended Repair 2 009 Application of HVOF Tungsten Carbide Airfoil Erosion Coating OEM
Extended Repair 3 SB 72-0784 Rework of HPC Tech Insertion Blades Stage 1 through Stage 9 (HVOF) OEM
Extended Repair 4 015 Blending & Reshaping of Airfoil LE Contour OEM
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Cleaning & Inspection c&l Cleaning & Inspection - OEM

Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
004 Repair of the Short Airfoil Tip Length - OEM
010 Application of HYOF Tungsten Carbide Airfoil Erosion Coating - OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) - OEM

Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge - OEM

Extended Repair 2 012 (acc. to RD Chord Restoration and Tip Weld Repair - OEM
050-465-P7)

(3D) P334P01, P334P02, P334P03, P334P05, P334P06, PI3APO7, PI3APOS, PI3AP09, PI34PIL, PI34P13, P334P14, P334P15, P33AP16, P33AP04, PIAPIO, PI3APT2
Cleaning & Inspection cé&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

010 Application of HYOF Tungsten Carbide Airfoil Erosion Coating OEM
013 Tip Weld Repair OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) OEM
Extended Repair 1 015 Blending & Reshaping of Airfoil LE Contour OEM

(Tech Insertion) P394PO1, P394P02, P394P03, P394P04, P394P05, P394P06, P394PO7, P394P08
Cleaning & Inspection c&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

016 Tip Weld Repair OEM
Extended Repair 1 010 Application of HVOF Tungsten Carbide Airfoil Erosion Coating OEM
Extended Repair 2 SB 72-0784 Rework of HPC Tech Insertion Blades Stage 1 through Stage 9 (HVOF) OEM
Extended Repair 3 015 Blending & Reshaping of Airfoil LE Contour OEM
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Co. Reg. No.: 199101018312 (228623 U)

AIRFOIL Capability & Price List o

services Taman Sains Selangor 1

. Kota Damansara PJU5
Engine Type : CFM56-5B 47810 Petaling Jaya
Selangor Darul Ehsan
Malaysia
Tel No: +6 03 61453600

Cleaning & Inspection c&l Cleaning & Inspection - OEM

Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
004 Repair of the Short Airfoil Tip Length - OEM
010 Application of HYOF Tungsten Carbide Airfoil Erosion Coating - OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) - OEM

Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge - OEM

Extended Repair 2 012 (acc. to RD Chord Restoration and Tip Weld Repair OEM
050-465-P7)

(3D) P335P04, P335P01, P335P02, P335P03, PIISPOS, PIISPO6, PIISPO7, PIISPOS, P33P0, PISPIL, P33SP12, PISPL3, PA3SPI4, PIISPIS, PIISPI6, PIISPO9
Cleaning & Inspection cé&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

010 Application of HYOF Tungsten Carbide Airfoil Erosion Coating OEM
013 Tip Weld Repair OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) OEM
Extended Repair 1 015 Blending & Reshaping of Airfoil LE Contour - OEM

(Tech Insertion) P395PO1, P39SPO2, P39SPO3, P39SPO4, PI9SPOS, PR9SPO6, PASPO7, PIOSPO8
Cleaning & Inspection c&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

016 Tip Weld Repair OEM
Extended Repair 1 010 Application of HVOF Tungsten Carbide Airfoil Erosion Coating OEM
Extended Repair 2 SB 72-0784 Rework of HPC Tech Insertion Blades Stage 1 through Stage 9 (HVOF) OEM
Extended Repair 3 015 Blending & Reshaping of Airfoil LE Contour OEM
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Cleaning & Inspection cé&l Cleaning & Inspection - OEM

Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
004 Repair of the Short Airfoil Tip Length - OEM
011 Application of HYOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating - OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) - OEM

Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge OEM

Extended Repair 2 012 (acc. to RD Chord Restoration and Tip Weld Repair - OEM
050-465-P7)

(3D) P336P08, P336PO1, P336P02, P336P03, P33GPO4, PII6POS, PII6POG, PII6PO7, PI36POY, PI36P10, PI6P11, PI6P12, PI3GPI3, PIIGP14, PIIGPIS, PIF6PI6
Cleaning & Inspection cé&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

011 Application of HVOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating OEM
013 Tip Weld Repair OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) OEM
Extended Repair 1 015 Blending & Reshaping of Airfoil LE Contour - OEM

(Tech Insertion) P396PO1, P396PO2, P396PO3, PI9GPOA, PI9GPOS, PIIGPOG, PI9GPO7, PIGPOS
Cleaning & Inspection c&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

016 Tip Weld Repair OEM
Extended Repair 1 011 Application of HVOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating OEM
Extended Repair 2 SB 72-0784 Rework of HPC Tech Insertion Blades Stage 1 through Stage 9 (HVOF) OEM
Extended Repair 3 015 Blending & Reshaping of Airfoil LE Contour OEM
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Airfoil Services Sdn Bhd
Co. Reg. No.: 199101018312 (228623 U)

AIRFOIL Capability & Price List o

services Taman Sains Selangor 1

. Kota Damansara PJU5
Engine Type : CFM56-5B 47810 Petaling Jaya
Selangor Darul Ehsan
Malaysia
Tel No: +6 03 61453600

Cleaning & Inspection cé&l Cleaning & Inspection - OEM

Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
004 Repair of the Short Airfoil Tip Length - OEM
011 Application of HYOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating - OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) - OEM

Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge OEM

Extended Repair 2 012 (acc. to RD Chord Restoration and Tip Weld Repair - OEM
050-465-P7)

(3D) P337PO1, P337P02, P337P03, P337P04, PIITPOS, PIITPOG, PIITPO7, PIZTPOS, PI3TPO, PI3TPI0, P33TP12, P3TPI3, P3TPI4, PIJTPIS, PIJTPI6, PIITPIL
Cleaning & Inspection cé&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

011 Application of HVOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating OEM
013 Tip Weld Repair OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) OEM
Extended Repair 1 015 Blending & Reshaping of Airfoil LE Contour - OEM

(Tech Insertion) P397PO1, P397P02, P3O7PO3, P397PO04, P3OTPOS, P3OTPO6, P3OTPO7, P3OTPO8
Cleaning & Inspection c&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

016 Tip Weld Repair OEM
Extended Repair 1 011 Application of HVOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating OEM
Extended Repair 2 SB 72-0784 Rework of HPC Tech Insertion Blades Stage 1 through Stage 9 (HVOF) OEM
Extended Repair 3 015 Blending & Reshaping of Airfoil LE Contour OEM

Page 7 of 8



Airfoil Services Sdn Bhd
Co. Reg. No.: 199101018312 (228623 U)

FOJL Capability & Price List B

services Taman Sains Selangor 1

. Kota Damansara PJU5
Engine Type : CFM56-5B 47810 Petaling Jaya
Selangor Darul Ehsan
Malaysia
Tel No: +6 03 61453600

Cleaning & Inspection cé&l Cleaning & Inspection - OEM

Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
004 Repair of the Short Airfoil Tip Length - OEM
011 Application of HYOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating - OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) - OEM

Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge - OEM

Extended Repair 2 012 (acc. to RD Chord Restoration and Tip Weld Repair OEM
050-465-P7)

(3D) P338PO1, P333P02, P333P03, P333P04, PIIBPOS, PIIEPOG, PIIBPO7, PIZBPOS, PI3BP10, PIBP11, PI3BP12, PI3BP13, P33RP14, PIIGPIS, PIIGPL6, PIFGPOY
Cleaning & Inspection cé&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

011 Application of HVOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating OEM
013 Tip Weld Repair OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) OEM
Extended Repair 1 015 Blending & Reshaping of Airfoil LE Contour - OEM

(Tech Insertion) P398PO1, P398PO2, P398PO3, P39BPO4, P39RP0S, P39RR06, P9RRO7, PI9BROS
Cleaning & Inspection c&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

016 Tip Weld Repair OEM
Extended Repair 1 011 Application of HVOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating OEM
Extended Repair 2 SB 72-0784 Rework of HPC Tech Insertion Blades Stage 1 through Stage 9 (HVOF) OEM
Extended Repair 3 015 Blending & Reshaping of Airfoil LE Contour OEM

Cleaning & Inspection c&l Cleaning & Inspection - OEM

Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge - OEM
004 Repair of the Short Airfoil Tip Length - OEM
011 Application of HYOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating - OEM
SB 72-0783 Rework of HPC Stage 1 through Stage 9 Blades (HVOF) - OEM

Extended Repair 1 007 Blend & Contour of Airfoil Leading Edge - OEM

Extended Repair 2 012 (acc. to RD Chord Restoration and Tip Weld Repair - OEM
050-465-P7)

(Tech Insertion) P399PO1, P399P02, P399P03, P399PO4, PIOIPOS, P3OOP0G, PIGIPOT, P3OOPO3
Cleaning & Inspection cé&l Cleaning & Inspection - OEM
Full Repair 001 Blending of Blade Tip, Leading Edge & Trailing Edge OEM

016 Tip Weld Repair OEM
Extended Repair 1 011 Application of HYOF Chromium Carbide-Nickel Chromium Airfoil Erosion Coating OEM
Extended Repair 2 SB 72-0784 Rework of HPC Tech Insertion Blades Stage 1 through Stage 9 (HVOF) OEM
Extended Repair 3 015 Blending & Reshaping of Airfoil LE Contour OEM
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